
Steel Thickness
49 CFR Part 173.28

Updated 8/29/02
800-40 MYERS

0.8 MM
22 Gauge

0.9 MM
20 Gauge

1.0 MM
19 Gauge

1.1 MM
1.11 MM

18 Gauge
1.2 MM

1.3 MM
1.4 MM

16 Gauge

.0323" .0360" .0437"

OPTION 1:
DOT minimum body 

thickness for 
reconditioning for 

hazardous materials
.82 mm (0.0323")

OPTION 1:
DOT minimum head & bottom 
thickness for reconditioning for 

hazardous materials
1.11 mm (0.0437")

.0283 .0346

.0390.0319

.0358 .0429

.0390" .0472"

.0429"

.0516"

.0269 .0329

.0324 .0384

.0378 .0438"

.0428"
.0508"

.0476"

.0398"

.0500"

.0602"

.0533"

.0460"

.0563"

OPTION 2:
DOT minimum head, body & 

bottom thickness for 
reconditioning for hazardous 

materials
.92 mm (0.036")
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